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Our eyelets work in the same way as the traditional metal ones.

The press is the one making The eyelet bends Eyelet neck closes
the hole, not the eyelet. under pressure over the washer

On tensile strengh tests, banner always breaks, not the eyelet!

Sample before the test Sample after the test

The tensile test consists of subjecting a test piece During the testing, banner broke at 163.06 Kg while
to a continually increasing tensile strain to fracture.  the eyelet didn't.

Two layers of 500 grs/m2 PVC banner with a

welded PVC strip in the middle.
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